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Phonon dispersion Si
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Phonon dispersion GaAs
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Dispersion curves of diamond & ...
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a) Graphite

b) Germanium

c) Boron Nitride

d) Impossible to tell

IOF A X R K 2 I T A L
: TO|
R
< 6f
-
™
5 4
=
5
£ o
1

0 020406081.01.008060402 00 0102030405
Reduced (dimensionless) wave vector q



	Slide Number 1
	Density of states in Si
	Phonon dispersion Si
	Phonon dispersion GaAs
	Dispersion curves of diamond & …

